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Eshpushta BauxiteEshpushta Bauxite

Dasht-i-SafedDasht-i-Safed

Dasht-i-SafedDasht-i-Safed

Eshpushta CopperEshpushta Copper

Tanghy-EshpushtaTanghy-Eshpushta

Eshpushta WestEshpushta West
Eshpushta EastEshpushta East

EstomaEstoma

KamardKamard

Darra AlasangDarra Alasang

NalagNalag
(Tala)(Tala)

Tala-BarfakTala-Barfak

Nalag ClayNalag Clay

UnnamedUnnamed

UnnamedUnnamed

UnnamedUnnamed

SiwakSiwak

TalinTalin

RafakRafak

DoabDoab

NadrNadr

Nalak

Unnamed

68°10'E68°0'E67°50'E

35°30'N

35°20'N

0 105 MILES

0 105 KILOMETERS

Non-fuel Mineral Deposits

"T Bedded Gypsum

!? Unknown Gypsum

F)G Laterite Type Bauxite

"/ Limestone

¥- Polymetallic Vein

")E Residual Kaolin

"S Sedimentary Kaolin

_̂ Skarn Cu

!( Unknown Cu

!< Sulfur

!( Unclassified

EXPLANATION

Structure

Fault

Contact

Class Names (pixel count)

Epidote (25,505)

Fe-Hydroxide (31,005)

Goethite, Coarse-Grained (54,298)

Goethite, Fine-Grained (21,719)

Goethite, Medium-Grained (83,930)

Goethite + Jarosite (24)

Hematite, Coarse-Grained (229)

Hematite, Fine-Grained (1)

Hematite, Medium-Grained (4)

Hematite, Nanocrystalline (80,364)

Jarosite (717)

Maghemite (5)


